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By microscope measurement the spectrum of only charcoal (amorphous carbon) was acquired.
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Date Feb 12 2014

Operator H.F. 1596 9

Equipment ALMEGA (Thermo Fisher SCIENTIFIC)

Laser 532 nm, 25 mW (100%)

Resolutoin  6.5-10.5 cm-1

Sample solid powder




